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Abbreviation

T, /MDI/BD

[ Hard ]/ [ Soft ]

( molar ratio ) (weight% )

T, MBI121 1/2/1 21.40/78.60
T.MB132 1/3/2 35.25/64.75
T,MB143 1/4/3 44.96 / 55.04
PU-T,MB143 1/4/3 44.96 / 55.04
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